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Type TXP 19-2750-L

Saturation Curve General Characteristics
Base film material Polyester
Magnetic layer material Ferrite
160 Background color Black
i 140 Thickness Characteristics
S Base film 19+1um
® ISO Protection layer 25+1um
2 _——————_| Window Magnetic layer 7+t2um
8§ @ — 1 ] Adhesive 2+05UmM
' / ] Activation temperature 80°C
e Reference Card ctivation temp
S RM 7811/6
S Magnetic Characteristics
E 4 80 +16
_‘g’ Coercivity He 219 s kA/m (2750 Oe)
T W Retentivity Mr >8.000 uM.G
2 // Squareness >0.8
01/ Switching field SFD <0.5
Orientation factor >2.0
0
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Recording Current (%of IR) Signal Amplitude Characteristics

Signal amplitude Uas 100 £ 15 % Ur
Signal amplitude Ui <126% Ur
. . . Signal amplitude Uaz 280 % Ur
Film - Coating composite Signal amplitude Us > 65 % Ur
Resolution Uas > 70 % Uaz
Base film Ere:sure tJMU- <3 :A Ur
Protection layer xtra puise Uia $57% Us
Magnetic layer
Adhesive Wear Resistance Characteristics

According to ISO/IEC 7811-6 / 10373-1

Average signal amplitude Ua after > 60% Ua before

Transfer Process Individual signal amplitude Ui after > 80% Ua after

Chemical Resistance characteristics

Base Film Heated Roller _
Protection Layer According to ISO/IEC 7811-6 / 10373-1

Magnetic Layer<

Average signal amplitude Ua after > 90% U before
O Individual signal amplitude Ui after > 90% U after

Storage Conditions

Adhesive
For tape with adhesive
2 Overlay The allowed storage period for the reel is 2 years from the date of
certificate under the following conditions :
temperature 10°C-28C
humidity 20 % -60 % RH

Additional pressure on the windings shall be avoided
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do not guarantee them from a legal point of view. We recommend to
copduct tests before lndustrla! usein order to check whether the product is 50307 AVRANCHES
suitable for the expected application.




